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SUMMARY

A study was made of the lubrication of steel by a series of stable
fluorine- and chlortie-substituted methane and ethane derivatives. Sev-
eral ccmpounds cmkainhg fluorine md two or more chlorine atcms per
molecule functioned as boundary lubricants to reduce friction ad to
prevent surface weldhg and metal transfer; stable fluorine compounds
containing no chlortie did not prevent surface failure sad therefore
were not lubricants. Proper run-in was necessary to prevent initial
surface faflure with chlorine-substituted gases.

Difluorodichlorcmetke, tetrafluorodicbloroethane,and other gases
lubricated almost as well as conventional liquid lubricmts. Difluoro-.
dichlorcmethane lubricated steel well enough at 480° F to prevent exces-
sive wear, surface failure, and metal transfer.

.
The method and conditions of application are very critical in Mb-

rication by gaseous materials. Further research data are necessary in
order to specify _
practical mechanisms.

, Future demands in

for assuring successful gaseous lubrication in

I.NI!RODUCTION

gas-turbtie engines for aircraft will result in
higher operating temperatures for bearings and lubricants than those
encountered at present (refs. 1 to 4). To date, synthetic ofls have
shown the most promise as luhricsmts for the immediate future, but use
of liquid lubricants at beartig temperatures mch above present values
will be limited by the oxidation of such fluids.

Several means of extending the temperature range of effective lub-
rication have been suggested, among them are the use of:

(1) Stable fluids such as those polynuclear aromatic compounds that
are derivatives of naphthalene {ref. 5)

.
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(2)

(3)

(4)

NACA TN 3402

Solid lubricants, molybdenum ”disulfideand graphite (ref. 6)

Externally pressurized air bearings (ref. 7)

Closed lubrication s~stems to reduce contact of fluid lubri-
cants with air {ref. 8]

This paper describes aa investi~tion. of another possible solution
to this problem: the use of halogenated gases as lubricants.

El?etrafluoromethaneis a stable halocarbon as it does not show any
measurable decomposition rate below 2000° F (ref. 9]. Although partial
substitution of chlorine for fluorine in this compound produces com-
pounds having decomposition tarperatures considerably lower, the fluoro-
chloromethanesso formed are quite stable thermally and chemically. Ex-
periments were made to find a coqpound of this type that would be chem-
ically inert except at points of contact between slidtig steel surfaces.
At such points, flash temperatures tiducedby high stresses wouldbe high
enough to decompose any adsorbed molecules of gas and liberate enough
chlorine to react with the steel surfaces. Such a reaction would form
a low-shear-strength iron chloride fib.. The lubricating effectiveness
of iron chloride films has been established by many investigators (refs.
10 and 11); the use of organic ccm.poundscontaining chlorine md other
active atoms is common lubrication practice.for =trem.e loading
conditions.

The investigationwas carried out at the NACA Lewis laboratory. A
ktietic-friction apparatus having a hemisphericalmild-steel sl?echn.
sliding on a rotating mild-steel disk was operated in sn atmosphere of
the gas under investigation. After a brief run-in period at low speeds
and light loads, friction force was measured at a sliding velocity of
120 feet per minute aud tith a load of 1200 grams (initial Hertz surface
stress 158,000 psi). Most data were obtained at room temperature; how-
ever, some ruw were made at bulk lubricant temperatures up to 480° F.
Experiments were made with a series of the most stable halogenatedmeth-
ane and ethsne derivatives. For purpose of comparison, a tTiflUOrOchl.OrO-
ethylene polymer and a mtieral oil (liquids} were also investigated.

APPARATUS AND PROCEDURE

The apparatus used, describ~ in detail.in reference 12, is shown
schematically in figure 1. The basic elements are a rotating disk spe-

.
c~n (SM 1020 steel; hartiessj Rocmell A-=; ~ ~. d~”) and a

hemisphere-tip rider spechnen (also SAE 1020 steel; tip radius, 3/16 in.).
m specimens were made frcm the same lot of steel. During a run, the
stationary rider slides in a continuous circumferential-path on the flat

—
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surface of the
belt system by
mission unit.

rots,ttigdisk spec3men. The disk is rotated through a
an electric motor coupled to a vs&iable-speed power trans-
For the gaseous lubricants, a 2-liter Inconel mt. with-,

several strip heaters mounted on the outs& wall and a concentric set
of ring heaters underneath, was used in place of the pyrex Jar shown b
figure 1. Load@ was applied to the rider specimen by the use of dead
weights acting through the pulley system. The loads used h this ti-
vestigation were between 200 sad 1200 grams (initial Hertz smface

E

stresses, 87,000 to 158,~ _QSi). Friction force between the specimens
was measured by means of four strati gages mounted on a copper-beryllium

1+ m~ ter ring; the strati-gage readings were registered on an
indicating-type calibrated potentianeter. Repetitive tests indicated
that friction coefficient values were generally reproducible to withti

,, K).02. Fluid temperatures were measured by means of a chromel-shmel
a
o thermocouple (contatied h a stainless-steel
: rotating disk; the readings were recorded by
~ temperature condition, this thermocouple was

~
couple installed in the rider specimen. The
are bulk specimen tempem.tures corrected for
of previous calibration.

sheath) mounted beside the
a potentiometer. For each
calibrated agatist a thermo-
temperatures reported herein
radiation effects by means

.

.

The method of ftiishing specimens included rotation in a drill press
while the surface was rubbed with successively finer grades of abrasive
cloth. Grade 1/2 polishing cloth followed by a brief rubbing with crocus
cloth produced the final finish of the disk syecimens. This procedure
left uniform circumferential finishing marks on the disk; surface rough-
ness, as measured with a profilometer, was approximately 15 to 17 rms.
The rider specimens were polished with grade 3/0 emery paper. Since pre-
liminary experiments with various cleanhg methods showed that sny con-
taminating films left on the specimens after the polishing procedure had
no discernible effect on friction measurements, no cleaning was given
after the finishhg, except for a brief washing with distilled acetone
just prior to testing. Stice the rider continuously slides over the
same track on the rotating disk, the influence of minor conttiattig
films is minimized.

The experh.entsl compounds and some of their properties are listed
fi table X. The gases were commercial-gradematerials having purities
higher than 97 percent. The impurities were primarily noncondensible
gases, with less thsm 0.0025 percent water. In these experhents, gas
was piped frcm the cylinder to the experimental apparatus through Tygon
tubing and a stainless-steel elbow tube that e.xbendedfrom the top almost
to the bottom of the Xnconel pot. Several runs were made using c~er
instead of Tygon tubing, but no effect of mterials was observed. Gas
flow was measured by meus of a calibrated flowmeter. The rate of flow
was 4 liters per ndnute. An analysis of the atmosphere in the pot in
runs ustig difluormlichloromethaneand tetrafluorodichloroethsmeshowed
that the oxygen content was less thsm 0.5 percent after 5 minutes at

.
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this flow rate (equivalentto
times). Stice this flow rate
test runs, contsmizxationfrom
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.

changing the atmosphere of the pot ten
was maintained at all tks during the .
the air was assumed to be negligible.

During tests of liquid lubricants, the spec~ns were submerged in __
the lubricant contained in a pyrex.jar.

An unused set of specimens was used for each test. Gas flow was
started 5 minutes before the test in order-to displace the air. A stsu-
dard run-h procedure, which is discussed further b the ~
RESULTS section, followed purging of the cogtaiaer. A friction run
comprised 60 minutes of continuous operati.qu;readings were taken at
randcm time intervals unless some change ti conditions occurred. Runs
were made at a sliding velocity of 120 feet per dnute with a load of
1200 grams {initial Hertz
made at room temperature;
atures up to 480° F.

surface stress, 158,000 psi). Most runs were
however, special runs were made with temper-

ExPERIIMmTAL Rl?mLTs

Run-in procedwe. - Prelimtiary runs to determine suitable test
conditions were made using difluorodichloromethane,a common refrigersmt .

gas, as the lubricant. Operation at low loads and low rotative speeds
gave prmsing results. At a high load, however, severe failure of pre- ~
viously unused specimens occdrred between the surfaces during the first
few revolutions. As running was continuedat the higher bad, friction
force decreased gradually frqn the initialJy high value, and there -S —
a transition from friction instability to smooth sliding. The severity
of this initial run-in resulted in a wear scar of large dismeter; the
wear was caused by lack of lubrication until a reaction film was built
up on the surface. This tiitial surface damage which obscured the lub-
ricating effect of the gas couLd be prevented by increasing load grad-
ually. Several runs were made to study this effect, and the following
run-in procedure was evolved: At a constsmt speed of 55 feet per min-
ute,.the specimens were run with the following arbitra~ loads and times:
200, MM, and 609 grsms for 1 minute each, and MOO grams for 2 mimutes.

.

Presentation. - The results of the experimentsare presented in
figures 2 to 5 =d also in table II, which presents a suumary of the
results obtatied.

-.

Friction measurements are presented as values of coefficient of
friction V, the ratio of restraining force to load. As bases for eval-
uating lubricating effectiveness of the various materials, the follow-
hg obsemations were considered most important:

(1) Value of coefficient of friction

“

-.

.



NAC!A

,

.

TN 3402 5

(2] Behavior of the specimens during the test. Instability of fric-
tion force and audible chatter of the spectiens indicated tief-
fective lubrication

(3) Condition of the surfaces after the test

(a) Noevidence.f surface faidure: effective boundary
lubrication

(b} Evidence of some surface welding: incipient failure

(c) Evidence of extensive welding andmetal transfer: mass
failmre

(d) Diameter of wear scar

The data presented are for runs that are representative of the results
obtained in 2 to 12 runs on each variable.

Air . - Runs were made in ah Yor comparison with the halogenated
‘The standard run-in procedure was foUowed, but because of highgases.

friction values (0.58-0.64) and audible chatter of the specimens, the
test was sto~ed as soon as the speed was raised to 120 feet per minute
after the run-in procedure had been cmrpleted. Wear -d surface dsmage
were severe. Figure 2(a) is a photomicrograph of the wear scar on the.
rider specimen, which showed evidence of severe welding.

Argon. - In order to check the effect of an inert atmosphere, argon
gas was substituted for air; friction force (see table II] and wear-scar
diameter were essentially the same as for air.

9

.

Tetrafluoromethane. - The fuUy fluorinated methane did not lubri-
cate even during run-in. Severe welding and surface damage occurred and
the coefficient of friction was between 0.57 sndO.67 (table Xl).

!Mifluorochloromethane. - Trifluorochlorom.ethane,although a poor
lubricant, was slightly betterth air (table 11). Wear= Mghmd
some welding was apparent, but there was visual evidence of a film having
been fomned on the surface.

Difluorochloromethane. - Similar results were obtained wi.thdifluor-
ochloromethane (table SI), which contains the ssme rnmiber of chlortie
atoms per molecule as trifluorochlorometi=e.

Difluorodichloromethme. - Difluorodichloromettie gave effective
lubrication under the conditions of these tests with friction coeffi-
cients ranging from O.125 to 0.170 (*ble 11)0 ~iction ~lues obse~ed
sre showm h figure 3(a) which shows the variation in coefficient of
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friction during the 60-minute run. A photomicrograph of the rider wear
scar is shown in figure 2(b). Chemical analyses of the films that
covered the wear scar on the rider specbens showed qualitatively that

.

a chloride film had been formed.
-.

To detenuine whether difluorodichloromethanewas an effective lub-
ricant at higher temperature also, a series of 60-minute runs was made
at a specimen temperature of 480°+200 F.”~”.Difluorcdichloromethanewas _. .,
selected for the high-temperature runs because it is one of the most ,.
stable compounds that was u effective lubricant h the room-temperature &

runs. The operating temperature of 480°,F is in the raage of interest -$

for aircraft turbtie-engine bearings. The specimens used in high-
.-

temperature runs were first run-in at room temperature, and were also
run for 5 minutes at 120 feet per minute.with a load of 1200 grams be-
fore the temperature was raised, to ensure the preliminary formation of
an effective film on the surfaces. Friction vslues obse~ed during the
high-temperature runs are shown h figure 3(b). The coefficient of
friction (0.32+0.02)was higher than at room temperature but the surfaces
appeared to be effectively lubricated; no surface failure or metal trams-
fer was found, tid the wear-scsx dismeter was only slightly larger than
that produced at room temperature. Presence of a small smount of water
vapor, deliberately introduced into the pot, lowered friction to the
values obtatied in the room-temperature runs. This phenomenon warrants .
further investigation.

—

Fluorotrichloromethane. - Since fluorotrichloromethanehas a boil.- -
ing point of 75° F, the gas inlet tubtig and the spechens were kept at ‘“
a constant temperature of about 100° F in order to prevent condensation.
Although the wear-scar diameter and surface appearance of the friction
specimens were comparable to the specimens run in difluorodichloromethane,
the coefficient of friction was significantly higher (table II).

Carbon tetrachloride. - Runs were made with carbon tetrachloride
both as a gas and as a liquid. For the gas runs, carbon tetrachloride .

was boiled from a flask into the pot through a heated glass inlet tube, —

and the specimens kept at about 203° F. Since it was desirable to purge
most of the air out of the pot before be@nning the run, the pot and the
head of the flask were brought up to temperature. The carbon tetrachlor-
ide was then heated and allowed to boil for 8 minutes before the tes”twas
started. The results obtained5.n the tests are listed in table II. Al-
though the appearance of the running surfaces and the wear-scar diameters
were essentially the same for the gas as for the liquid, coefficient of
friction was appreciably lower for the gas. -.

Halogenated ethanes. - Two ethane derivatives, tetrafluorodichloro-
ethane and difluoroethsne, were also tested. Tetrafluorodichloroethane
gave very nearly the same results for friction and wear (table 11) as c

difluorodichloromethane. .-

.
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Difluoroethsne failed dmimg the lightest load of the run-in (table
Ix). The contact surfaces showed severe welding and damage similar to.
that observed with tetrafluorad-.hane.

Liquids. - In order to evaluate the results obtained with the gases,
two liquid lubricants were rum at room temperature for comparison. The
friction results for the first fluid, a trifluorochloroethylenepolymer,
are shown in figure 4(a). For this test, a 60-minute run was made with
a load of 1200 grsms at a speed of 120 feet per minute. The sgecimens
were run-in by the standard procedure in order to make the results
strictly comparable. A photomicrograph of the wear scar on the rider
is shown h figure 5(a).

Runs were also made with grade 1010 mineral oil aa the lubricant,
in order to have a lubricant of lmown characteristics as a standard for
comparison. Tests were rum for 60-minutes after the standard run-ti
procedure. The friction results of a typical run are plotted in figure
4(b). A photomicrographof the wear scar is shown h figure 5(b). The
wear-scar diameter produced was si@ftcantly lower for both liquids
than for the gaseous hibricants tested.

. DISCUSSION

The Mibrication results obtained showed that of the materials tested,
* those containing the larger amounts of chlortie were, h general, the best

lubricants. This relation would be expected, because conttiual formation
of a reaction film of iron chloride is conducive to effective lubrication.
Chemical tests showed qualitatively that a chloride film had been formed
with difluorodichloromethane,which lubricated well.

Tetrafluoromethane, the most stable compound of this series, was the
poorest lubricant. Trifluorochlorcmethane and dfiluorochlorometh=e
lubricated somewhat better, but permitted considemble wear and surface
dsmage. Difluorodichlorcmethanelubricated satisfactorily under the
cmditions of these tests.

A similar dependence of lubricating effectiveness on chlortie con-
tent was apparent with the two ethane derivatives. Tetrafluorodichl.oro-
ethane, which is equal to Uluorodichloromethsne in the number of chlor-
ine atoms per molecule, was an equally effective lubricant.

The reason that the friction values obtained with fluorotrichloro-
methane are so nuch higher than those obtained with difluorodichloro-
methane is not known. Another deviation from~he results that might be
expected was observed with carbon tetrachloride. Friction coefficient

●

was much lower with the gas than with the liquid, although surface appesm-
mce and wear were the same for both phases. Shaw (ref. 13) found that
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the coefficient of friction between a cuttMg tool and
was essentially the same when carbon tetrachloride was
ting fluid in either the vapor or the liquid state.
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aluminum stock
used as the cut- ● —

Consideration of these gases as practical lubricants requires in-
formation on the limiting temperatures at which they can be handled in
bulk . As with liquid lubricants, it is possible that a gas can lubri-
cate a bearing Surface that is at a temperature higher than that at
which~idative or thermal degradation of the lubricant begtis to occur.
Although gases would not be as effective as liquids for bearing coolants *

because of their lower specific heats, they are stable materials at 3
higher temperatures than conventional liquid lubricants are. —

Decomposition of difluorodichlorom.ethane(as measured by a slow flow
of gas through a heated glass tube packed with a steel wool) occurs only
at temperatures above 8~0 F (ref. 14). Deccmrpositionof tetrafluoro-
methane, the most stable of the compounds”tivesti ated, becomes signi-

—

Yficant only at-temperatures above 2000° 1?(ref. 9 . Data on deco~posi-
—

tion of the other materials “testedare not available.

Prelimin~ experience showed that the type of bearing-surface
material.has considerable effect on the ability of gases to provide ef-..._ -
fecti.velubrication. Further, mgisture availability, condensation of
gases, contsxdnmts, and probably other factors affect the application
of gaseous lubricants. Also, deliquescence of the iron chloride reaction._ _
product can cause corrosion of the bearing surfaces. “

SUl+MIRYOF RESULTS

Boundary lubrication of steel surfaces was studied by use of a
slidkn.g-frictiortapparatus. .The steel surfaces were lubricated with
fluorine- sad chlorine-substitutedmethane and ethane derivatives. Tti”- “- ~..
following obsezw’ationswere made:

1. Two stable compounds containing fluorine smd no chlorine, tetra-
fluoromethsae and difluoroethane, were not effective lubricants; high
friction, surface failure, and considerable wear-resulted from their
use.

..

2. Fluorhated compounds thatalso contained chlorine gave at least
partial surface protection. Molecules containing only one chlorine atom
operated with high values of friction and wear. Molecules with two or :.
mme chlorine atoms lubricated with acceptable values of friction, and
prevented excessive wear and surface dsmage. With all gaseous lubricants,
it was necessary to run-h the surfaces at lighhloads to prevent ini-
tial high wear and surface damage. Four of the gases, difluorodichloro-

8“

methane, fluorotrichlorcmethane,carbon tetrachloride, and tetrafluoro-
di.chloroethanejgave lubrication results almost as good as those oh- . ..

tained with liquid lubricants. —
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3. Difluorcdichloromethsmelubricated steel at 480° F well enough
to prevent excessive wear and su%ace dsmge.

4. These preliminary data indicate the possibility of using scme of
these gases as lubricants in high-temperature systems. Laboratory ex-
perience has shown that the bearbg material, lubricant, and moisture
availabilityas well as run-b procedure are very important to the abil-
ity of gases to provide lubrication. Further research
sary in order to specify means for assuring successful
tion in practical mechsmisms.

Lewis Flight Propulsion Laboratory
National Advisory Committee for Aeronautics

Cleveland, Ohio, Deceniber20, 1954
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TABLE I. - EXPERIMENTAL LUBKCCmS

11

-J”

8

&i

j

y

!3

..

.

Lubricant Specific Bofl~ng Structure
gravity point>
of gas %
(air-l)

Air ---- ----- ---

Argon 1.38 a-~1 A

~etrafluoromethane 3.04 b-198.4
F-;-F
F

Trifluorochloromethane 3.60 b
-L14.7 ~

F-q-cl
F

b
Difluorocblorwnethane 2.98 -41.44

F-f-Cl
E.

b
Difluorodicblormethane 4.17 -21.64

?F- Cl
cl

Fluorotrichloromethane 4.74 b+74 .76

&

1
F- -cl
c1

Tetrachloromethane 5.31 8+170
(carbon tetrachloride) (E!=) cl-pcl

cl

Tetrafluorcdicbloroethane 6.0 hi-38.39 y
as.90 F---F

f!cl

Difluoroethane 2.28 a-12.5 F g fdH

‘A-ti

c
Trifluorocbloroethylene ---- viscosity,

[t~j

F
polymer 4.13 cs at --- (d)

l~” F Fn

Grade 1010 turbine oil ---- q?fscosity> petrolem
9.95 cs at base stock
10Q°F”

%ef. 15.

%ef. 16.

%easured data.
dchin endinm probabQr derived from solvent; rig~ously

fluorinated.
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lubricattig

eff act ivenesa

1 Air mm

r ,

!emnentati7e

:C&f ic ient of

frfctime

(SP$.%zo

lead, lam .s)

R-entitive Rinks m lutrlr.nt im

Cmlalticm of

nurfuxa

0.58-0.84 I I andSUC*.hasrail.urekmfailureduring mm-in ●t all loads

2 l@ULl I mm I o.E&o.E5 lMass failm’c Isimilar to air., 1 1 1

3 T9traflucuautblme mm 0.67-0.67 I&so faihme similar to air.

I5 Diflum-OsllurO-

I I ‘“a”’ P’&&& IYQ%%RW”C’w-- ‘-FnOrtofnirD!ltbam
6 Diflumaliohlm

Ethame 1-
7 FlumWtrictLlOrc-

methme 1-
1 I

8 Csrbm Wtre.cblorlde

(liquid)
w

o.13-o.17 Fffective bOun- h.ic$im higher et bigb tempemimre, no

0.s2 at 4a+ F &my lubrl- change in W or mmface dmmnge.

O.mt

0.22 atllxf1

0.23-0.4

0.1 at Zco”1

=

EffeOtha ham- F+lctkm high, wear and mm-face appenr-

10 lwrafluclrcdichlorh God

●tmne

U b.flucmethme Imm

o.15

0.540.E4

u? mifluUrc.al9ro- Gfxd O.lz H f9ctiv9 bum- Wemr-sam airmetei- 61igh* leg. than &

●Iylem polym?r k-y lubrl-

Cont

13 Gm4e 1010 -bin= JmmlL=t O.11 Effective bcun- wear-scm diamtu malla tbIM for w

041 * lubri- Otba’ lubrimnt. ‘WBM.

cant ,,

% - teqmrame Unl.U3s B-at&l OtbaWim.

,.
k.

l:!” ,, ., Ft7?28”



NACA TN 3402 13

.

ii

.

.

Frictioml foroe

7

rSk&t rotat:on

Figure 1. - Schematicdiagramof frictiona~aratusforstudyingboundarylubrication
by gases.ThePyrex~r shownwasusedforliquidlubricants;forgaseouslubricants,
theJarnas replaced withan InconelPO*.

It pan

ciman



(a) Mass failure. Steel agalnfit fiteel

h air. After run- in attempt. 330.

Figure 2. - Photomicrogaphs of wear

that resulted from runs in ah and

(b) Effective lubrication. Steel

against steel in difluorodichloro-

methane at room temperature. The,

60 minutes; load 1200 grams; speed,

120 feet per minute. X30.

scars on steel rider Erpecimens

in difluorodichloromethane.
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(a) Room temperature.
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(b) Taxgerature, 46C@ F.

Fig.me 5. - RHeCt of time on the coefftcimt of friction CU Bteel afiding against atie.1 foz two typical mna at different
tmperntare6. bad, 12~ grmm j speed, 120 feet par minute; lubrlcmt., difluorodlcbl m-cmetbme.
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(a) ?h-ifluorocblornetbylene polymer.
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(b) Grade 1010 turbine oil.

Figure 4. - IHfect of tk on the coefficient of
at room _rature. kad, 120fl ~~ j BP*,

friction

120 feet

of steel sliding on steel lubricated with IJquid lubrican’m

per minute.
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(a) Lubricant, liquid trifluorochloro-
ethylene polymer.

C-3T290

(b) Lubricant, grade 1010 turbine oil.

Figure 5. - Photomicrographs of wear scars on steel rider specimens
obtained by running steel against steel with two different effective
lubricants 60 minutes at a load of’1200 grams and a speed of 120 ~eet
per minute. X30.
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